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Abstract 
Structural sandwich materials composed of triaxially braided polymer matrix composite material face 

sheets sandwiching a foam core are being utilized for applications including aerospace components and 
recreational equipment. Since full scale components are being made from these sandwich materials, it is 
necessary to develop proper inspection practices for their manufacture and in-field use. Specifically, 
nondestructive evaluation (NDE) techniques need to be investigated for analysis of components made 
from these materials. Hockey blades made from sandwich materials and a flat sandwich sample were 
examined with multiple NDE techniques including thermographic, radiographic, and shearographic 
methods to investigate damage induced in the blades and flat panel components. Hockey blades used 
during actual play and a flat polymer matrix composite sandwich sample with damage inserted into the 
foam core were investigated with each technique. NDE images from the samples were presented and 
discussed. Structural elements within each blade were observed with radiographic imaging. Damaged 
regions and some structural elements of the hockey blades were identified with thermographic imaging. 
Structural elements, damaged regions, and other material variations were detected in the hockey blades 
with shearography. Each technique’s advantages and disadvantages were considered in making 
recommendations for inspection of components made from these types of materials. 
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1. Introduction 
Under the former Aviation Safety program at NASA Glenn Research Center, structural sandwich 

materials with a foam core between two polymer matrix composite (PMC) material face sheets were 
investigated for use in engine fan containment systems. Impact damage in these materials is of interest as 
their physical properties degrade with damage. Therefore, damage detection and material characterization 
are critical to evaluating component manufacture practices and for inspecting components in routine 
maintenance throughout service life. Proper damage detection and material characterization require the 
development and improvement of existing nondestructive inspection techniques for use with sandwich 
materials. Aerospace components made from sandwich materials were not readily available due to the 
high manufacturing costs and concerns with proprietary manufacturing practices. Since these structural 
materials have additional applications, such as hockey blades, where impact damage is also of interest and 
components were readily available, hockey blades with PMC material face sheets sandwiching foam 
cores were investigated with various nondestructive evaluation (NDE) methods. A single flat panel 
having a foam core between two PMC material face sheets also was obtained and investigated for this 
study. 

The objective of this research was to determine which NDE method or methods are optimal for 
investigating damage (delaminations, cracks and foam core damage) in sandwich materials composed of 
PMC face sheets with a foam core. A flat sandwich sample and hockey blades used in actual National 
Hockey League (NHL) hockey games composed of different types of structural sandwich material were 
analyzed with multiple NDE techniques (pulsed thermography, real-time x-ray, and shearography) to 
investigate damage detection capabilities and make inspection recommendations for these materials. 
Results from the NDE methods were compared with each other and with those from visual inspection.  

In addition to types of damage detected, technique costs, ease of use, training requirements, safety 
requirements, surface preparation, inspection time, and capabilities in detecting structural elements 
inherent to the material were considered. Recommendations are provided in a tabular form for the user to 
select methods that are appropriate for specific applications. As a result of the analysis, NDE methods that 
are most promising for use with the hockey blades and the flat sandwich panel were recommended for 
future inspection purposes.  

2. Experimental 
2.1 Material Specifications 

The hockey blades were made from a structural sandwich material with PMC face sheets and a foam 
core. The face sheets were approximately 1 mm thick and consisted of a triaxially braided carbon fiber 
and epoxy resin laminate. The core thickness varied and consisted of Acrylonitrile Butadiene Styrene 
(ABS) plastic, foam material or a combination of both ABS and foam materials. Due to the variation in 
core thickness, the full thickness of each blade varied from 5 to 8 mm from the blade tip to the joint where 
the blade meets the stick. Although twenty-six blades were evaluated, the results from four representative 
hockey blades that were used in play and have damage due to impact are presented in this paper. Two 
blades had extensive damage that was visible from the surface: one with a large delamination extending 
over half the blade (fig. 1) and the other with a crack through the thickness of the foam and one of the 
face sheets (fig. 2). The delaminated blade shown in figure 1 also contained a crack in the foam core only. 
None of the foam adhered to the face sheets in the delaminated region. Both cores had ABS plastic along 
the bottom edge with the remainder of the blade containing foam. The two remaining blades had differing 
internal structures and less obvious visual damage. One of the blades contained only the ABS plastic with 
the center portion of the plastic having a honeycomb structure. The other hockey blade consisted 
primarily of foam with ABS plastic material along the bottom edge of the blade. These two blades 
contained delaminations at their tips. 
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The flat panel used to investigate damage into the foam core had PMC face sheets and a foam core. 
The face sheets were 2 mm thick on the side closest to the foam damage and 1 mm thick on the side 
opposite the foam damage. Both face sheets consisted of a triaxially braided carbon fiber and epoxy 
laminate. The full thickness of the flat panel was constant at 9 mm. A schematic of the panel is shown in 
figure 3. The 1.5 in. wide edge of the panel consisting of the sandwich material was the region of interest 
in this study, while the bottom 2.5 in. consisted of the PMC material only. This panel was cut from a 
larger panel to reveal an exposed edge of the sandwich region in order to make a region of known 
damage. To simulate damage in the foam core, a knife was used to create planar damage in the core as 
shown in figures 3 and 4. A small amount of foam remained on the surface of the face sheet. 
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2.2 Pulsed Thermography 

Pulsed thermography is a full field nondestructive evaluation technique for detecting subsurface flaws 
and material variations (refs. 1 to 3). The setup for the commercially available pulsed thermography 
system utilized in this research is depicted in figure 5. Two high energy xenon flash lamps, placed to 
provide a uniform heat distribution across the surface of a component, produce a 1.8 kJ flash with a 2 ms 
duration. A high speed, 640 by 512 pixel InSb focal plane array infrared camera monitors the thermal 
response of the component of interest over time. A smaller portion of the focal plane array may be 
utilized to increase the acquisition rate. For this study, a 320 by 256 pixel portion of the full focal array 
was utilized with a frame acquisition rate of 120 Hz. Each sample was placed in front of the thermal 
camera so it filled the active focal plane. Flash initiation, data collection, storage, and processing were 
performed with a commercially available software package loaded onto the acquisition computer. The 
software acquires a data cube which consists of a sequence of thermal images starting just prior to the 
flash event. Each image represents the thermal response of the sample surface at a different point in  
time. The data cube acquired from the hockey blades consisted of 374 images (or a time length of  
3.11 sec) with image resolution of approximately 0.85 mm/pixel. The data cube acquired for the flat 
sandwich panel contained 900 images (or a time length of 7.3 sec) with image resolution of 
approximately 0.72 mm/pixel. 

Under uniform one-dimensional heat flow, analysis of a thermal response signal is based on the 
mathematical expression for surface temperature, T, of a specimen subjected to an instantaneous heat 
pulse, 
 

( ) 5.0te
QT
π

=  

 

where Q is the input energy, t represents time, and e denotes the effusivity of the sample (refs. 2 to 3). 
Effusivity, a measure of the ability of a material to increase its temperature due to a given energy, is the 
square root of the product of thermal conductivity, density, and specific heat of the material of interest. 
The natural log of the above equation is 
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In the logarithmic domain, the thermal response is linear with a slope of –0.5 (refs. 2 and 3). The time at 
which the function deviates from this linear behavior corresponds to the transition from ideal one-
dimensional conductive cooling behavior to two-dimensional, lateral heat flow due to the presence of a 
subsurface defect or foreign material. The logarithmic time dependence of each pixel in a thermal image 
can be approximated by an nth-order polynomial function. After the coefficients, ai, of the relationship are 
calculated for each pixel, the original thermal image is reconstructed based on the relationship 
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The reconstructed data offers many advantages, such as a reduction of noise, an optimization of storage 
and data handling requirements, and allowing for the calculation of instantaneous derivatives to provide 
additional or more easily interpreted information (ref. 3). First derivative images are presented in this 
paper. In each grayscale image, white represents a faster cooling rate while black represents a slower 
cooling rate relative to the surrounding region. Early in time, white will appear for a region with 
thermally conductive material below the surface while black will appear for regions with insulating 
material, such as air associated with a void or delamination. Later in time, this trend reverses when the 
thermally conductive material is cool and the heat trapped at the surface moves into the cooler regions 
causing the area to cool more rapidly relative to the surrounding region.  

2.3 Real-Time X-ray 

The real-time x-ray system, depicted in figure 6, has a resolution of approximately 3.5 LP/mm.  
X-rays were generated with a 120 kV microfocus x-ray tube at a voltage of 60 kV and current of  
0.37 mA. At this power level, the focal spot size was approximately 20 μm. The source to object distance 
was approximately 47 in. (119.4 cm). The object to detector distance was 27 in. (68.6 cm), resulting in a 
magnification factor of 1.57. The unabsorbed x-rays that pass through a component are measured to 
create an image. Instead of using film, the real-time x-ray system utilizes an image intensifier with a 
scintillating screen to convert x-rays to a visible image. The resulting image is viewed using a digital 
CCD camera. The digital camera is interfaced with computer software developed to capture, process and 
store the x-ray image. Interpretation of the real-time x-ray image is opposite that of a conventional x-ray 
film image. Dark regions correspond to higher density areas of the sample, while lighter areas in the 
image correspond to a lower density. 
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2.4 Digital Shearography 

Shearography (also known as Electronic Shearing Speckle Interferometry) is a laser based, full field, 
nondestructive evaluation technique that detects discontinuities that alter the strain distribution and 
weaken a structure (refs. 4 and 5). The schematic in figure 7 illustrates the test setup for shearography. 
The test object is illuminated with a point source of laser light and is depicted with an image shearing 
camera. The camera produces a pair of laterally sheared images in the image plane. The effect of shearing 
is to map two points on the test object, at a shearing distance, s, apart, to a single point in the image plane. 
For this study the shearing distance was 0.5 cm. When the object is deformed, the relative displacement 
between the interfering points induces a relative phase change between the interfering rays. Comparing 
images (or speckle patterns) before and after inducing stress produces a full field image of the object’s 
surface strain. Strain concentrations are depicted with a ‘fringe’ pattern which represents the spatial 
derivative of displacement with respect to the direction of separation (or shearing). 

A variety of methods can be used for stressing when comparing two states of deformation in a test 
object. Pressurization, partial vacuum stressing, thermal stressing, and vibration excitation are some of the 
most common methods employed. For the hockey blades, thermal stressing was utilized. The surface of 
the hockey blades was heated with a heat gun for 20 seconds. A reference image was captured after any 
thermal currents disappeared from the field of view, typically 2 to 5 minutes after heating. This image 
represents the deformed, stressed state. Then, a comparison image was captured after waiting 1 minute for 
the sample to cool. These two images are then subtracted from one another to create the final 
shearography image like the ones presented in this paper. For the flat sandwich panel vacuum stressing 
was utilized. Images were acquired before and during depressurizing a vacuum chamber by 
approximately 0.5 psi. The exposed edges of the panel were sealed with tape prior to testing. 

3. Results 
The various NDE methods were able to detect structural elements within the hockey blades as well as 

damage resulting from in play use. In addition, damage in the foam core of the flat sandwich panel was 
detected. In the results that follow, structural elements will be considered first in section 3.1 while defects 
and damage will be discussed in section 3.2. Delaminations, lateral cracks and damage in the foam core 
will be discussed in sections 3.2.1, 3.2.2, and 3.2.3, respectively. 
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3.1 Structural Elements 

In this paper structural elements refer to elements that are integral to the structure of the hockey blade 
components and do not represent defects in the component. The structural elements inherent to the 
sandwich materials that were detected with nondestructive evaluation include the presence of fibers in the 
face sheets and foam core, structural staples, the fiber architecture of the triaxial braid, and material 
differences such as variances in the type of foam core utilized in the hockey blades (e.g, solid foam core 
or ABS plastic with a honeycomb core). Some structural elements, such as the surface fiber architecture, 
were optically visible while the structural staples, the core material, and material variations were not. 

X-ray was able to detect structural elements that affected absorption characteristics in a component. 
Figure 8 represents two x-ray images from two individual hockey blades. Figure 8(a) is an image from the 
blade with a crack through the foam core and one of the face sheets while figure 8(b) depicts a composite 
image of one of the hockey blades with a honeycomb ABS plastic core. The blade with the honeycomb 
core was used in play and had a delamination at its tip. As shown in the images, x-ray detected many 
structural elements including structural staples (fig. 8(a)), fine glass fibers at the foam core and face sheet 
interface (fig. 8(a)), the honeycomb structure in the core (fig. 8(b)), and material differences between the 
foam core and the ABS plastic core at the blade edge depicted as a grayscale color change (fig. 8(a)). 
Both images also illustrate the axial fibers along the length of the hockey blade. It should be noted that 
neither image depicts the delaminations in these two blades. The x-ray image in figure 8(a) is from the 
cracked blade depicted in figure 2, which had a delamination on the backside of the hockey blade. 

Pulsed thermography was able to detect structural elements that alter the flow of heat from the front 
surface to the back surface of a component. Surface conditions, such as the triaxial braid, that were visible 
at the surface were identified in the thermography images. Also, subsurface sandwich material differences 
between the foam and ABS plastic material were observed in the thermography images. To illustrate 
thermography’s capabilities for detecting structural elements, figure 9 shows thermal derivative images 
from the front (fig. 9(a)) and back (fig. 9(b)) of the hockey blade with a crack through the thickness of the 
foam core and one of the face sheets. This is the same hockey blade depicted in the x-ray image shown in 
figure 8(a). Sandwich core material differences are depicted with variations in grayscale contrast. The 
ABS plastic core along the bottom edge of the hockey blade was detected as lighter shades of gray and 
white, while the foam core is depicted in dark gray and black corresponding to a slower cooling rate 
relative to the surrounding region. The fiber architecture that is visible from the surface is detected in 
these images as variations in contrast as well. Figure 10 represents a thermal derivative image from the 
front side of the hockey blade with a honeycomb core and a delamination at the blade tip. Portions of the 
honeycomb core may be detected in the image with dark gray or black above the void regions. However, 
without a priori knowledge of the honeycomb core this structural element may go undetected from the 
pulsed thermography results. Elements that were not recognized in the thermal images were the structural 
staples and fine glass fibers in the foam and in the PMC face sheet material.  

Shearography was able to detect the honeycomb structure, material differences between the foam core 
and the ABS plastic core materials, structural staples, and other variations that caused changes in 
deflections (and hence strain) at the component surface. Figure 11 illustrates some of the structural 
elements that were revealed in the shearography images. Figure 11(a) represents the shearography image 
from the hockey blade that contained a delamination that extended over half the blade. The structural 
information that was detected from this blade included differences in core material. The bottom edge of 
the hockey blade contained ABS plastic while the remainder of the blade contained a foam core.  
Figure 11(b) depicts the shearography results from one of the blades used in play. The core of this blade 
contained only ABS plastic with a honeycomb configuration which was detected as a repetitive pattern 
over the center of the blade. Figure 11(c) illustrates the shearography results from another blade that was 
used in play. The structural information depicted in this image is the structural staples and the triaxial 
braid fiber architecture of the composite. The fiber architecture is also visible from the surface. 
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3.2 Defects and Damage 

3.2.1 Delaminations 
In this paper the term delamination refers to a planar defect that is perpendicular to the observer’s line 

of sight. Delaminations in the PMC face sheet material or between the face sheet and the foam core were 
the most common types of defects found in the hockey blades. 

Real-time x-ray was not able to detect delaminations in the face sheet or between the face sheet and 
the foam core. For example, figure 8(b) depicts an x-ray image of a hockey blade with a delamination  
at the blade tip which was detected with shearography (fig. 11(b)) and with pulsed thermography in  
figure 10. The delamination near the crack in the hockey blade depicted in figure 8(a) went undetected  
as well. X-ray acquires an averaged response through the thickness of a component and is sensitive to 
density and thickness changes. Since material was not lost due to the delamination, it went undetected. 

Pulsed thermography detected delaminations in the face sheet or between the face sheet and the foam 
core. The delamination illustrated in figure 12 was between the face sheet and the foam core. The 
delaminated region appears as a dark gray or black region which corresponds to a slower cooling rate in 
the thermal derivative image. Figure 9(b) shows a thermal derivative image from the back side of the 
cracked hockey blade with the delamination. This delamination, identified in black, also occurred 
between the face sheet and the foam core and was not detected from the front side of the hockey blade 
(fig. 9(a)) with pulsed thermography. Figure 10 presents a thermal derivative image from the hockey 
blade with the honeycomb core and delaminations at the blade tip. The delaminations are represented by 
the black region at the tip of the blade. 

Shearography also detected delaminations in the face sheet or between the face sheet and the foam 
core. Figure 11 illustrates shearography images from three blades with delaminations. Typically defects, 
or structurally weaker regions, are indicated with a “butterfly” pattern having alternating contrast levels 
over the defective region. The patterns shown in figure 11(b) and (c) over delaminated areas are most 
reflective of this type of damage indication. The damage in the blade depicted in figure 11(a) was 
extremely severe and easily detected with shearography. Although no images are presented here, 
shearography was also capable of detecting delaminations on the side opposite of, or furthest from, 
interrogation.  
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3.2.2 Lateral Cracks 
In this paper the term crack refers to a planar defect that is parallel to the observer’s line of sight. 

Real-time x-ray detected the crack that went through one face sheet and the foam core, as shown in  
figure 8(a). However, a crack that was only in the foam core was not detected. The hockey blade with  
the delamination extending over half the blade also contained a crack that was in the foam core that went 
undetected with x-ray. The density of the foam may have been too low for the x-ray image to differentiate 
it from the surrounding air. 

Figure 9 illustrates thermal derivative images from the hockey blade with a crack in one of the face 
sheets and in the foam core. The crack was detected in the thermal derivative image from the side with the 
optically visible crack, as shown in figure 9(a). From the side where the crack was not optically visible 
the crack was not detected. However, the response from the crack may have been masked by the response 
of the delamination. Also, the crack in the foam only was not detected with thermography. 

Figure 13 depicts the shearography results from the blade with a crack through one of the face sheets 
and into the foam core. These results were acquired from the side of the hockey blade where the crack 
was not optically visible. The crack and the delamination were detected together in this image. The crack 
in the core of the hockey blade with the large delamination was not detected with shearography due to the 
response of the crack being masked by the response of the delamination.  

3.2.3 Damage in the Foam Core 
The flat panel was used to further investigate foam core damage. A thin planar defect similar to a 

delamination was intentionally inserted into the foam core near the interface of the face sheet. X-ray did 
not detect the intentional damage in the foam core. The density of the foam may have been too low for a 
change to be detected. In addition, x-ray is limited in its detection capabilities of planar flaws 
perpendicular to the direction of the x-ray beam.  

Pulsed thermography also was not able to detect the damage in the foam core of the flat sandwich 
panel. The heat flow may have altered from being predominantly one-dimensional, flowing laterally from 
the front surface to the back surface through the face sheet, to being dominated by two-dimensional heat 
flow when it reached the back surface of the face sheet. This effect may be due to a similarity in the 
thermal conductivity of the air gap and the foam. Very little or no heat transferred from the face sheet to 
the foam core making the defect in the foam undetectable. 

Shearography was able to detect the damage in the foam core as shown in the image from the flat 
panel in figure 14. In the image, shearography also detected the presence of sandwich material as an 
alternating pattern of black and white, which is often referred to as a “butterfly” pattern. This pattern 
indicates that the local stiffness and strength of the region with the sandwich material differs from that of  



NASA/TM—2006-214349 11

 
 
 
 
the region consisting of the PMC. The shearography response in the region of the panel where damage 
was intentionally inserted into the foam core was shown as a darker black region surrounded by a lighter 
white region. It is highlighted by a dashed square in the figure. Shearography also was able to detect the 
core damage from the opposite side of the panel. 

4. Discussion 
Often an integrated approach incorporating multiple NDE methods is used to achieve a complete 

characterization of the damage and structural information from a component. However, for a given 
application only a specific defect type or structural element may be of interest, making complete 
characterization of a component unnecessary. In recommending the best NDE approaches for sandwich 
materials with PMC face sheets, a number of considerations have to be taken into account. Table 1 lists 
the issues that were considered with respect to the full field NDE methods investigated in this particular 
study. Structural elements, delaminations, cracks and foam core damage refer to information within a 
component that is sought from the NDE method. Ideally, the method that is best suited to detect the 
information of interest would be selected. However, other considerations, which are listed at the top of the 
columns of table 1, often must be taken into account. The cost of the NDE system, ease of use and 
training requirements for the operator, safety requirements, surface preparation for the component, and 
inspection time required often have to be considered in addition to the ideal method for damage detection 
or material characterization. For each NDE method utilized in this study, these considerations were rated 
as stronger, average or weaker as indicated in table 1 and were discussed below. The table includes visual 
inspection for comparison purposes. 

Structural elements refer to elements that are integral to the structure of a component such as the 
presence of fibers in the face sheets and foam core, structural staples, the fiber architecture, and material 
differences such as the variations in core material. Visual inspection was rated as weaker in the table as 
most of these elements were not observable visually. Only the fiber architecture at the surface was 
observable optically. Pulsed thermography was rated as average for detecting structural information. 
Structural elements such as the triaxial braid fiber architecture and differences in the core material were 
detectable with pulsed thermography, while the structural staples, fibers and the honeycomb core were 
less apparent or undetectable. X-ray and shearography were both rated as stronger for detecting structural 
elements. Both methods detected the structural staples, core material variations and the honeycomb core. 
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The surface fiber architecture of the composite was detected with shearography, while fibers at the face 
sheet and core interface were detected with x-ray only. 

4.1 Defect Detectibility 

The foam core damage observed in this study was intentionally inserted with a knife into a flat panel. 
For distinguishing damage in the foam core, visual, radiographic, and thermographic methods were all 
rated as weaker because the damage in the foam core went undetected by each of these methods. X-ray is 
not sensitive to planar defects or defects that do not alter the density, thickness, or absorption 
characteristics of a material. Pulsed thermography may not have detected the core damage as the heat 
flow may have been dominated by two-dimensional heat flow at the back surface of the face sheet due to 
the insulating effects of the foam core. This mechanism may have caused the heat not to transfer into the 
foam making the defect undetectable. Shearography was the only method that was able to detect the 
damage and therefore was rated as stronger. 

Delaminations are planar defects perpendicular to the observer’s line of sight. Visual and x-ray 
methods were rated as weaker for detecting these types of defects. Real-time x-ray did not detect the 
presence of delaminations as they do not affect the absorption of x-rays. Optically, delaminations can be 
detected only if they extend to the edge of a component. Pulsed thermography and shearography were 
both rated as stronger with respect to detecting delaminations as both methods identified delaminated 
regions. Pulsed thermography was successful at detecting delaminations due to the obstruction of heat 
flow. Shearography was able to detect delaminations as they altered the integrity of the component, hence 
weakening it. In addition, shearography was capable of detecting delaminations on the face opposite 
interrogation. 

For crack detection, x-ray was rated as stronger while visual methods, pulsed thermography, and 
shearography were rated as average. X-ray produced a high contrast image highlighting a crack through 
one face sheet and the foam core. Crack detection is a well documented strength of radiographic methods 
since x-ray detects differences in thickness, density, and absorption characteristics due to material 
composition. However, it should be noted that real-time x-ray did not detect a crack that existed in the 
foam core only. This may be due to the density of the foam being so low that a difference could not be 
detected. Visual inspection and pulsed thermography detected what was visible from the surface only. 
Shearography detected damage, or differences affecting the component strength, around the crack. 

For the hockey blades made from structural sandwich materials pulsed thermography and digital 
shearography were able to detect the most damage in the form of delaminations and cracks. For that 
reason these two methods are recommended as the best methods to evaluate damage in these components. 
If a single technique must be chosen for use to evaluate structural sandwich materials with PMC face 
sheets, digital shearography should be selected. Digital shearography has the distinct advantage of being 
able to detect defects within the core of sandwich structures as shown here and in the literature (refs. 4  
to 6). In addition, shearography has been shown to detect damage on the opposite side from the 
interrogation face (refs. 4 to 6). This capability may be helpful in situations where only one side of the 
part is accessible for inspection. Pulsed thermography typically is not able to detect damage in the foam 
core of sandwich materials. In addition, to evaluate both face sheets of a component made of structural 
sandwich materials pulsed thermography must be used on both sides.  

4.2 Economic Aspects 

With respect to monetary costs, pulsed thermography and shearography had the highest costs which 
resulted in a rating of weaker. The pulsed thermography setup utilized in this study is valued at 
approximately $175,000. However, costs can vary per individual setup by varying components such as 
the infrared camera. The shearography system employed in this study has a cost of approximately 
$125,000. As with the pulsed thermography setup, costs can vary for individual systems based on specific 
components utilized. The x-ray system utilized in this study cost approximately $45,000 resulting in a 
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rating of average for costs. Visual inspection is the least expensive, rated as stronger, requiring only the 
operator. 

4.3 Ease of Use 

For ease of use and training requirements, visual inspection was stronger than the other methods. 
However, most of the damage considered in this study was not visible. X-ray and pulsed thermography 
were stronger for ease of use and average for training requirements. Both x-ray and thermography require 
some training and educational background to operate the systems and interpret results. A trained operator 
should be able to use either of these two systems easily. Shearography was considered average for both 
ease of use and training requirements. However, the system can be arranged to optimize results for an 
individual application. In addition, an experienced operator would understand the subtle nuances of the 
technique. 

4.4 Safety Aspects 

Regarding safety requirements, visual methods and pulsed thermography were rated as stronger due 
to limited safety requirements. A minor safety concern with the pulsed thermography setup utilized in this 
study is the use of flash bulbs for heating. The operator should avoid looking directly at the flash bulbs 
when in use. Shearography was rated as average because precautions are necessary for some industry safe 
laser systems. However, no eye or skin protection was required with the system utilized in this study. The 
only precaution necessary was to avoid looking directly into the laser beam or at reflections from the laser 
beam. X-ray was rated as weaker with respect to safety as these methods require many safety precautions 
due to the effects of x-rays on the human body. For the x-ray setup utilized in this study, a room 
surrounded with lead was used to protect the operator from the x-rays. The operator was located outside 
the room with the x-ray controller unit and computer for data acquisition. The monetary cost of this room 
was not included in the cost estimate provided in the costs section of the discussion. 

4.5 Sample Preparation 

For surface preparation, visual inspection, x-ray, and pulsed thermography were rated as stronger as 
no surface preparation is required beyond normal cleaning for the PMC sandwich materials. 
Shearography was rated as average because the component surface needs to be white, either through the 
use of white paint or Magnaflux developer, which was used in this study. Magnaflux developer produces 
an opaque white coating from white developing particles in a fast drying solvent and is typically used for 
die penetrant testing. For materials and components with rough surfaces some residue may be difficult to 
remove after testing. 

4.6 Inspection Time 

With respect to inspection time, visual methods, pulsed thermography, and shearography were rated 
as stronger as the results each method was capable of detecting were acquired quickly with these 
techniques once initial parameters were set. With visual inspection, results can be attained immediately. 
For pulsed thermography and digital shearography inspection results can be attained under a minute. 
Although a real-time system was utilized for this study, x-ray was rated as average as more typical setups 
can take more time for developing x-ray film.  

5. Conclusion 
Hockey blades composed of structural sandwich materials were investigated with various 

nondestructive evaluation (NDE) methods including x-ray, pulsed thermography and digital 
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shearography. Pulsed thermography and digital shearography were recommended as the best NDE 
methods to use for the types of defects exhibited in the hockey blades investigated in this study. Digital 
shearography was selected as the best method to evaluate structural sandwich materials with PMC face 
sheets due to its additional capabilities in detecting defects in the foam core and the face sheet opposite 
that of interrogation. A table was developed to aid in the selection of NDE methods for additional 
application needs and priorities. Along with the table, the recommendations will be applied to 
components made from structural sandwich materials having PMC face sheets and a foam core. 
Specifically, these results are being used to determine the optimal NDE method or methods for structural 
sandwich materials composed of triaxially braided PMC material face sheets sandwiching a foam core, 
which include structures employed in the recreational industries and for future containment systems in 
aircraft.  

References 
1. Nondestructive Testing Handbook, Volume 3, Infrared and Thermal Testing, eds. Xavier P.V. 

Maldague and Patrick O. Moore. Columbus: ASNT, 2001. 
2. Steven M. Shepard, James R. Lhota, Tasdiq Ahmed, and Yu Lin Hou, “Thermographic Inspection of 

Composite Structures,” SAMPE Journal, vol. 39, no. 5, 2003, pp. 53–59. 
3. Richard E. Martin, Andrew L. Gyekenyesi, and Stephen M. Shepard, “Interpreting the Results of 

Pulsed Thermography Data,” Materials Evaluation, vol. 61, no. 5, 2003, pp. 611–616. 
4. Nondestructive Testing Handbook, Volume 9, Special Nondestructive Testing Methods, eds. Roderick 

K. Stanley, Patrick O. Moore and Paul McIntire. Columbus: ASNT, 1995. 
5. John Tyson, “Portable Interferometry Systems for Rapid NDI,” USAF Aircraft Structural Integrity 

Conference, Dec. 1998. 
6. Lianxiang Yang, Frank Chen, Wolfgang Steinchen, and Michael Y.Hung, “Digital Shearography for 

Nondestructive testing: Potentials, Limitations, and Applications,” Journal of Holography and 
Speckle, vol. 1, 2004, pp. 69–79. 

 
 



This publication is available from the NASA Center for AeroSpace Information, 301–621–0390.

REPORT DOCUMENTATION PAGE

2. REPORT DATE

19. SECURITY CLASSIFICATION
 OF ABSTRACT

18. SECURITY CLASSIFICATION
 OF THIS PAGE

Public reporting burden for this collection of information is estimated to average 1 hour per response, including the time for reviewing instructions, searching existing data sources,
gathering and maintaining the data needed, and completing and reviewing the collection of information.  Send comments regarding this burden estimate or any other aspect of this
collection of information, including suggestions for reducing this burden, to Washington Headquarters Services, Directorate for Information Operations and Reports, 1215 Jefferson
Davis Highway, Suite 1204, Arlington, VA  22202-4302, and to the Office of Management and Budget, Paperwork Reduction Project (0704-0188), Washington, DC  20503.

NSN 7540-01-280-5500 Standard Form 298 (Rev. 2-89)
Prescribed by ANSI Std. Z39-18
298-102

Form Approved
OMB No. 0704-0188

12b. DISTRIBUTION CODE

8. PERFORMING ORGANIZATION
 REPORT NUMBER

5. FUNDING NUMBERS

3. REPORT TYPE AND DATES COVERED

4. TITLE AND SUBTITLE

6. AUTHOR(S)

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES)

11. SUPPLEMENTARY NOTES

12a. DISTRIBUTION/AVAILABILITY STATEMENT

13. ABSTRACT (Maximum 200 words)

14. SUBJECT TERMS

17. SECURITY CLASSIFICATION
 OF REPORT

16. PRICE CODE

15. NUMBER OF PAGES

20. LIMITATION OF ABSTRACT

Unclassified Unclassified

Technical Memorandum

Unclassified

National Aeronautics and Space Administration
John H. Glenn Research Center at Lewis Field
Cleveland, Ohio  44135–3191

1. AGENCY USE ONLY (Leave blank)

10. SPONSORING/MONITORING
 AGENCY REPORT NUMBER

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES)

National Aeronautics and Space Administration
Washington, DC  20546–0001

Available electronically at http://gltrs.grc.nasa.gov

June 2006

NASA TM—2006-214349

E–15624

WBS 698259.02.07.03

20

An Analysis of Nondestructive Evaluation Techniques for Polymer Matrix
Composite Sandwich Materials

Laura M. Cosgriff, Gary D. Roberts, Wieslaw K. Binienda, Daihua Zheng,
Timothy Averbeck, Donald J. Roth, and Philippe Jeanneau

Nondestructive tests; Sandwich structures; Polymer matrix composite; Containment

Unclassified -Unlimited
Subject Category: 01

Laura M. Cosgriff, Cleveland State University, 2121 Euclid Avenue, Cleveland, Ohio 44115–2226; Gary D. Roberts
and Donald J. Roth, NASA Glenn Research Center; Wieslaw K. Binienda and Daihua Zheng, University of Akron,
302 Buchtel Mall, Akron, Ohio 44325–0002; Timothy Averbeck, A&P Technology, 4595 East Tech Drive, Cincinnati,
Ohio 45245;  Philippe Jeanneau, The Hockey Company, 3400 Raymond-Lasnier, Montreal, Quebec, Canada H3Z3C1.
Responsible person, Laura M. Cosgriff, organization code RIO, 216–433–3866.

Structural sandwich materials composed of triaxially braided polymer matrix composite material face sheets sandwich-
ing a foam core are being utilized for applications including aerospace components and recreational equipment. Since
full scale components are being made from these sandwich materials, it is necessary to develop proper inspection
practices for their manufacture and in-field use. Specifically, nondestructive evaluation (NDE) techniques need to be
investigated for analysis of components made from these materials. Hockey blades made from sandwich materials and a
flat sandwich sample were examined with multiple NDE techniques including thermographic, radiographic, and
shearographic methods to investigate damage induced in the blades and flat panel components. Hockey blades used
during actual play and a flat polymer matrix composite sandwich sample with damage inserted into the foam core were
investigated with each technique. NDE images from the samples were presented and discussed. Structural elements
within each blade were observed with radiographic imaging. Damaged regions and some structural elements of the
hockey blades were identified with thermographic imaging. Structural elements, damaged regions, and other material
variations were detected in the hockey blades with shearography. Each technique’s advantages and disadvantages were
considered in making recommendations for inspection of components made from these types of materials.







<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (Generic CMYK Profile)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /sRGB
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize false
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile (None)
  /AlwaysEmbed [ true
    /AGaramond-Bold
    /AGaramond-BoldItalic
    /AGaramond-Italic
    /AGaramond-Regular
    /AGaramond-Semibold
    /AGaramond-SemiboldItalic
    /AbadiMT-CondensedExtraBold
    /AbadiMT-CondensedLight
    /AndaleMono
    /Apple-Chancery
    /Arial-Black
    /Arial-BoldItalicMT
    /Arial-BoldMT
    /Arial-ItalicMT
    /ArialMT
    /ArialNarrow
    /ArialNarrow-Bold
    /ArialNarrow-BoldItalic
    /ArialNarrow-Italic
    /ArialRoundedMTBold
    /BaskOldFace
    /Batang
    /Bauhaus93
    /BellMT
    /BellMTBold
    /BellMTItalic
    /BernardMT-Condensed
    /BookAntiqua
    /BookAntiqua-Bold
    /BookAntiqua-BoldItalic
    /BookAntiqua-Italic
    /BookmanOldStyle
    /BookmanOldStyle-Bold
    /BookmanOldStyle-BoldItalic
    /BookmanOldStyle-Italic
    /Braggadocio
    /BritannicBold
    /BrushScriptMT
    /CalisMTBol
    /CalistoMT
    /CalistoMT-BoldItalic
    /CalistoMT-Italic
    /CapitalsRegular
    /Century
    /CenturyGothic
    /CenturyGothic-Bold
    /CenturyGothic-BoldItalic
    /CenturyGothic-Italic
    /CenturySchoolbook
    /CenturySchoolbook-Bold
    /CenturySchoolbook-BoldItalic
    /CenturySchoolbook-Italic
    /Charcoal
    /Chicago
    /ColonnaMT
    /ComicSansMS
    /ComicSansMS-Bold
    /CooperBlack
    /CopperplateGothic-Bold
    /CopperplateGothic-Light
    /Courier
    /Courier-Bold
    /CourierNewPS-BoldItalicMT
    /CourierNewPS-BoldMT
    /CourierNewPS-ItalicMT
    /CourierNewPSMT
    /CurlzMT
    /Desdemona
    /EdwardianScriptITC
    /EngraversMT
    /EngraversMT-Bold
    /EurostileBold
    /EurostileRegular
    /FootlightMTLight
    /GadgetRegular
    /Garamond
    /Garamond-Bold
    /Garamond-BoldCondensed
    /Garamond-BoldCondensedItalic
    /Garamond-BookCondensed
    /Garamond-BookCondensedItalic
    /Garamond-Italic
    /Garamond-LightCondensed
    /Garamond-LightCondensedItalic
    /Garamond-UltraCondensed
    /Garamond-UltraCondensedItalic
    /Geneva
    /Georgia
    /Georgia-Bold
    /Georgia-BoldItalic
    /Georgia-Italic
    /GillSans-UltraBold
    /GloucesterMT-ExtraCondensed
    /GoudyOldStyleT-Bold
    /GoudyOldStyleT-Italic
    /GoudyOldStyleT-Regular
    /Gulim
    /Haettenschweiler
    /Harrington
    /Helvetica
    /Helvetica-Bold
    /Helvetica-BoldOblique
    /Helvetica-Narrow
    /Helvetica-Narrow-Bold
    /Helvetica-Narrow-BoldOblique
    /Helvetica-Narrow-Oblique
    /Helvetica-Oblique
    /HelveticaNeue-Heavy
    /HelveticaNeue-HeavyItalic
    /HelveticaNeue-Light
    /HelveticaNeue-LightItalic
    /HelveticaNeue-Medium
    /HelveticaNeue-MediumItalic
    /HoeflerText-Black
    /HoeflerText-BlackItalic
    /HoeflerText-Italic
    /HoeflerText-Ornaments
    /HoeflerText-Regular
    /Impact
    /ImprintMT-Shadow
    /KinoMT
    /LatinWide
    /LucidaBlackletter
    /LucidaBright
    /LucidaBright-Demi
    /LucidaBright-DemiItalic
    /LucidaBright-Italic
    /LucidaCalligraphy-Italic
    /LucidaFax
    /LucidaFax-Demi
    /LucidaFax-DemiItalic
    /LucidaFax-Italic
    /LucidaHandwriting-Italic
    /LucidaSans
    /LucidaSans-Demi
    /LucidaSans-DemiItalic
    /LucidaSans-Italic
    /LucidaSans-Typewriter
    /LucidaSans-TypewriterBold
    /LucidaSans-TypewriterBoldOblique
    /LucidaSans-TypewriterOblique
    /MS-Gothic
    /MS-Mincho
    /MS-PGothic
    /MS-PMincho
    /MathematicalPi-Five
    /MathematicalPi-Four
    /MathematicalPi-One
    /MathematicalPi-Six
    /MathematicalPi-Three
    /MathematicalPi-Two
    /MaturaMTScriptCapitals
    /Mistral
    /Modern-Regular
    /Monaco
    /MonotypeCorsiva
    /MonotypeSorts
    /NewYork
    /NewsGothicMT
    /NewsGothicMT-Bold
    /NewsGothicMT-Italic
    /NuptialScript
    /OfficinaSans-Bold
    /OfficinaSans-BoldItalic
    /OfficinaSans-Book
    /OfficinaSans-BookItalic
    /OfficinaSerif-Bold
    /OfficinaSerif-BoldItalic
    /OfficinaSerif-Book
    /OfficinaSerif-BookItalic
    /Onyx
    /PMingLiU
    /Palatino-Bold
    /Palatino-BoldItalic
    /Palatino-Italic
    /Palatino-Roman
    /PerpetuaTitlingMT-Bold
    /PerpetuaTitlingMT-Light
    /Playbill
    /Rockwell
    /Rockwell-Bold
    /Rockwell-BoldItalic
    /Rockwell-ExtraBold
    /Rockwell-Italic
    /SandRegular
    /SimSun
    /Skia-Regular
    /Stencil
    /Symbol
    /Tahoma
    /Tahoma-Bold
    /TechnoRegular
    /TextileRegular
    /Times-Bold
    /Times-BoldItalic
    /Times-Italic
    /Times-Roman
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
    /Trebuchet-BoldItalic
    /TrebuchetMS
    /TrebuchetMS-Bold
    /TrebuchetMS-Italic
    /VAGRounded-Black
    /VAGRounded-Bold
    /VAGRounded-Light
    /VAGRounded-Thin
    /Verdana
    /Verdana-Bold
    /Verdana-BoldItalic
    /Verdana-Italic
    /Webdings
    /Wingdings
    /Wingdings2
    /Wingdings3
    /WoodtypeOrnaments-One
    /ZapfDingbats
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [600 600]
  /PageSize [612.000 792.000]
>> setpagedevice


